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Abstract 

Cement concrete is the most extensively used construction material in the world. The reason for its extensive use is that it 

provides good workability and can be moulded to any shape. Ordinary cement concrete possesses a very low tensile strength, 

limited ductility and little resistance to cracking. Internal micro cracks lead to brittle failure of concrete. In this modern age, civil 

engineering constructions have their own structural and durability requirements. Every structure has its own intended purpose 

and hence to meet this purpose, modification in traditional cement concrete has become mandatory. It has been found that 

different type of fibers added in specific percentage to concrete improves the mechanical properties, durability and serviceability 

of the structure. It is now established that one of the important properties of Steel Fiber Reinforced Concrete (SFRC) is its 

superior resistance to cracking and crack propagation. In this paper effect of fibers on the strength of concrete for M20 and M40 

grade have been studied by varying the percentage of fibers in concrete. Fiber content were varied by 0.50%,  1% and 1.5%  by 

volume of cement. Cubes of size 150mmX150mmX150mm to check the compressive strength and beams of size 

500mmX100mmX100mm for checking flexural strength were casted. All the specimens were cured for the period of 7, 28 and 

56 days before crushing. The results of fiber reinforced concrete for 3days, 7days and 28days curing with varied percentage of 

fiber were studied and it has been found that there is significant strength improvement in steel fiber reinforced concrete. The 

optimum fiber content while studying the compressive strength, flexural strength cube is found to be 1%. Also, it has been 

observed that with the increase in fiber content up to the optimum value increases the strength of concrete. Slump cone test was 

adopted to measure the workability of concrete. The Slump cone test results revealed that workability gets reduced with the 

increase in fiber content.   
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________________________________________________________________________________________________________ 

I. INTRODUCTION 

Steel Fibre Reinforced concrete (SFRC) is defined as concrete made with hydraulic cement containing Fine and coarse aggregate 

and discontinuous discrete fibre. In SFRC, thousands of small fibres are dispersed and distributed randomly in the concrete 

during mixing, and thus improve concrete properties. SFRC is being increasingly used to improve static and dynamic tensile 

strength, energy absorbing capacity and better fatigue strength. . Janesan, P. V. Indira and S. Rajendra Prasad [1] reported the 

effect of steel fibre on the strength and behaviour of reinforced concrete is two-way action. They concluded that the addition of 

steel fibre increases the ultimate strength and ductility. The plain structure cracks into two pieces when the structure is subjected 

to the peak tensile load and cannot withstand further load or deformation. Steel fibres are generally used to enhance the tensile 

strength and ductility of concrete. As stated in ACI 544, 3R-08 [2], fibre volume fraction used in producing SFRC should be 

within 0.5% to 1.5% as the addition of fibre may reduce the workability of the mix and will cause balling or mat which will be 

extremely difficult to separate by vibration. However higher percentage of fibre can be used with special fibre adding techniques 

and also placement procedures. According to ACI 544, 3R-08 [2], aspect ratio is referred to the ratio of fibre length over the 

diameter. The normal range of aspect ratio for steel fibre is from 20 to 100. Aspect ratio of steel fibre greater than 100 is not 

recommended, as it will cause inadequate workability, formation of mat in the mix and also non uniform distribution of fibre in 

the mix. To avoid any honeycombing, bleeding, segregation and heterogeneous features, improve the workability. Generally, for 

structural applications, steel fibres should be used in a role supplementary to reinforcing bars. Steel fibres can reliably inhibit 

cracking and improve resistance to material deterioration as a result of fatigue, impact, and shrinkage, or thermal stresses. A 

conservative but justifiable approach in structural members where flexural or tensile loads occur, such as in beams, columns, or 

elevated slabs (i.e., roofs, floors, or slabs not on grade), is that reinforcing bars must be used to support the total tensile load. This 

is because the variability of fibre distribution may be such that low fibre content in critical areas could lead to unacceptable 

reduction in strength. In applications where the presence of continuous reinforcement is not essential to the safety and integrity 

of the structure, e.g., floors on grade, pavements, overlays, and shotcrete linings.The improvements in flexural strength, impact 

resistance, and fatigue performance associated with the fibres can be used to reduce section thickness, improve performance, or 

both. 
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II. OBJECTIVE OF PRESENT INVESTIGATION  

The specific objectives of the present investigations are as listed below:  

 To conduct feasibility study of producing concrete using Hooked end Steel Fibres.  

 To evaluate the workability characteristics in terms of compaction factor, slump and Vee-bee degree for M20 and M40 

grades of concrete along with Hooked end Steel Fibres    (0.0 - 1.5%).  

 To evaluate the compressive strength at 7, 28 and 56 days of SFRC.  

 To evaluate the split tensile strength at 7, 28 and 56 days of SFRC.  

 To evaluate the flexural strength at 7, 28 and 56 days of SFRC. 

III. MATERIAL USED 

Ordinary Portland cement of 53 grades was used in this experimentation confirming to I.S.-12269-1987 for casting of concrete 

cubes and beams. Fine aggregate was natural river sand confirming to Zone II of IS 383:1970 with maximum size less than 4.75 

having specific gravity 2.74, water absorption 1.40% and fineness modulus 2.46. 

The most important function of the fine aggregate is to assist in producing workability and uniformity in mixture. The fine 

aggregate also assists the cement paste to hold the coarse aggregate particles in suspension. The sieve analysis is conducted to 

determine the particle size distribution in a sample of aggregate, which we call gradation.  

Coarse aggregates of size 20mm with specific gravity of 2.74 and water retention of 0.85% was used. The aggregates 

contribute to the critical volume of concrete and thus their impact on different properties of concrete is extensive. Properties of 

various aggregates enormously influence the properties of concrete, for example, workability, quality and economy. 

IV. CONCRETE MIX DESIGN (AS PER I.S. 10262 - 2009)  

Table – 1 

Concrete Mix Design M-20 Grade 

Index Cement kg/m³ C.A. 20mm kg/m³ River Sand kg/m³ Additive (% by wt of cement) Water (Ltr) 

1 320 1254 769 0.7 160 

Table – 2 

Concrete Mix Design M-40 Grade 
Index Cement kg/m³ C.A. 20mm kg/m³ River Sand kg/m³ Additive (% by wt of cement) Water (Ltr) 

1 430 1211 719 0.7 172 

V. EXCREMENTAL RESULTS  

 Compressive Strength Test:  

 Effect of addition of steel fibre for M20 mix  

From the below bar chart it can he observed that with the increase in the percentage of fibre up to 1.00%, the compressive 

strength has increased by 40.4% over plain concrete. At 0.5% of fibre, the compressive strength has increased by 16.6% and at 

1.50% of fibre the compressive strength has increased by 25.3% respectively. Hence 1.00% of fibre can be taken as optimum 

content. Also it can be observed that on 1.50% addition of fibre, the compressive strength has decreased as compared to that of 

1.00% fibre. This phenomenon is due to the balling effect that takes place due to the increase in the fibre volume.  

 
Fig. 1: Variation of Compressive Strength with respect to % of fibres 

 Effect of addition of steel fibre for M40 mix  

             From the below bar chart it can be observed that with the increase in the percentage of fibre up to 1.00%, the 

compressive strength has increased by 8.4% over plain concrete. With 0.5% of fibre content, the compressive strength has 
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increased by 4.2% and with 1.50% of fibre the compressive strength has increased by 2.7%. Hence 1.00% of fibre can be taken 

as optimum content. Also it can be observed that with addition of 1.50% of fibre, the compressive strength has decreased when 

compared to that at 1.00% fibre. This phenomenon is due to the balling effect that takes place due to the increase in the fibre 

volume. 

 
Fig. 2: Variation of Compressive Strength with respect to % of fibres 

 Split Tensile Strength  

 Effect of addition of steel fibre for M20 mix  

From the bar charts it can be observed that with the increase in the percentage of fibre to 1.00%, the split tensile strength has 

increased by 72.29 % over plain concrete. At 0.5% fibre the split tensile strength has increased by 24.32% and at 1.50% fibre the 

split tensile strength has increased by 28.37%. Hence 1.00% of fibre can be taken as optimum content. Also it can be observed 

that 1.50% addition of fibre the split tensile strength has decreased when compared to that at 1.00% fibre. This phenomenon is 

due to the balling effect that takes place due to the increase in the fibre volume.  

 
Fig. 3: Variation of Split Tensile Strength with respect to % of fibres 

 Effect of addition of steel fibre for M40 mix  

From the graphs it can be observed that with the increase in the percentage of fiber to 1.00%, the split tensile strength has 

increased by 70.20 % over plain concrete. At 0.5%fiber the split tensile strength has increased by 25.78 % and at 1.50% fibre the 

split tensile strength has increased by 35.81 %. Hence 1.00% of fibre can be taken as optimum content. Also it can be observed 

that with 1.50% of addition of fibre the split tensile strength has decreased when compared to that at 1.00% fibre. This 

phenomenon is due to the balling effect that takes place due to the increase in the fibre volume. 
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Fig. 4: Variation of Split Tensile Strength with respect to % of fibres 

 Flexural Strength 

 Effect of addition of steel fibre for M40 mix  

From the graphs it can be observed that with the increase in the percentage of fiber to 1.00%, the split tensile strength has 

increased by 70.20 % over plain concrete. At 0.5%fiber the split tensile strength has increased by 25.78 % and at 1.50% fibre the 

split tensile strength has increased by 35.81 %. Hence 1.00% of fibre can be taken as optimum content. Also it can be observed 

that with 1.50% of addition of fibre the split tensile strength has decreased when compared to that at 1.00% fibre. This 

phenomenon is due to the balling effect that takes place due to the increase in the fibre volume. 

 
Fig. 4: Variation of Flexural Strength with respect to % of fibres 

 Effect of addition of steel fibre for M20 mix  

From the graphs it can be observed that with the increase in the percentage of fibre to 1.00%, the flexural strength has increased 

by 77.08 % over plain concrete. At 0.5% fibre the flexural strength has increased by 22.74 % and at 1.50% fibre the flexural 

strength has increased by 43.22. Hence 1.00% of fibre can be taken as optimum content. Also it can be observed that 1.50% 

addition of fibre the flexural strength has decreased when compared to that at 1.00% fibre. This phenomenon is due to the balling 

effect that takes place due to the increase in the fibre volume  

 
Fig. 5: Variation of Flexural Strength with respect to % of fibres 
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VI. CONCLUSION 

Results were analyzed to derive useful conclusions regarding the strength characteristics of Steel Fibre Reinforced Concrete 

(SFRC) for M20 and M40 grades of concrete.   

The following conclusions may be drawn from the study on strength characteristics of SFRC.  

1) The workability of concrete measured from slump cone test and compaction factor tests: 

As the percentage of steel   fibre was increased, the slump value decreased.. Hence it can be concluded that with the 

increase in the fibre content workability decreases. 

The workability of concrete measured from Vee-Bee time test: 

As the percentage of steel fibre was increased, the Vee-Bee time increased.  

 Conclusion 1:  

Hence, it can be concluded that with the increase in the fibre content, workability decreases.  

1) From the experimental results, the optimum percentage recommended is 1.00% steel fibre for achieving maximum benefits 

in compressive strength, split tensile strength and flexural strength at any age for the characteristics of steel fibre reinforced 

concrete. 

 Conclusion 2:  

Hence, it can be concluded that the optimum percentage of Steel Fibres for maximum benefits is 1.00%. 
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